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Colour fidelity might not be perfec t in this document.

Glazing Powder Fluorescent



FIRING SCHEDULE
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Drying
400 °C

730 °C 740 °C 750 °C 800 °C 850 °C

Vacuum start
450 °C

Recommended
temperature

Porcelain for lithium disilicate *3

Lithium disilicate (monolithic)    

Porcelain for zirconia *3

Porcelain for metal bond *3

Zirconia (monolithic)
Porcelain teeth

Vacuum (1.3 ~ 8.0 kPa)
Heat rate: 50 °C/min

*1 Vacuum end temperature should be 10 °C lower than final temp.

*2 Vintage Art Universal can be fired at 730 °C or higher. 
 If surface gloss is insufficient, increase the final temperature.

*3 The temperature might be slightly  
 different depending on the product.

Vacuum end
720 °C *1

 Final temp.
730 °C *2

Hold time: 1 minDrying time: 6 min
(Yamamoto Liquid:

7 min)

Final temperature for each material


